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1. INTRODUCTION

When a Bose–Einstein condensate (BEC) is rotated,
after a certain critical frequency, vortices start to form.
For high enough rotation frequency, these vortices
become large in number and distribute in a periodical
structure [1–4]. The usual structure is a triangular lat-
tice, but other lattice types may as well occur, depend-
ing on the strength of the inter-particle interactions [5].
The density profile is periodically distributed vortices
on an envelope function, which decreases toward the
edge of the condensate [3, 4]. The envelope is a slowly
varying function compared to the vortex periodicity,
such that few hundred vortices are observable experi-
mentally [6]. The imaging of the lattice was accom-
plished while the condensate is in the trap in [5], differ-
ent from the usual ballistic expansion imaging [1, 2, 7–
9].

This periodicity simulates 2D photonic band gap
(PBG) materials. Despite the common PBG material
[10], however, the lattice parameter of a BEC vortex
lattice is continuously tunable via the rotation fre-
quency. Moreover, lattice type can be changed, while
the BEC is in the trap, by controlling the inter-particle
interaction strength by Feshbach resonances [11].

We recently proposed [12, 13] to directly measure
the rotation frequency of BEC using the reflection from
a directional PBG pulse propagation, stopped only in
certain directions and allowed in others. The chopping
in the reflected pulse, propagating through BEC lattice,
measures its rotation frequency.

The difficulty is, however, to establish the high
enough index contrast between the vortex cores and the
bulk of the BEC. BEC is dilute gaseous atomic
medium, as such exhibits dispersion and polarization
only in the high absorptive frequency regimes. Neces-
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sary contrast is achieved using one of the index-
enhancement schemes [14, 15], which are based on the
atomic quantum coherence. Coupling the excited (or
ground) state to other auxiliary levels, it is possible to
obtain high polarization response without absorption
[15]. Quantum interference of various absorption paths
allows the retain of the atoms in the excited level with
cancelling absorption.

Dielectric response, obtained using index enhance-
ment schemes, is complex in structure. Gain and
absorption regimes crossover the zero absorption fre-
quency and more over they are very strong (see Fig. 2).
Dielectric function varies rapidly with the frequency
and both real and imaginary parts of it changes sign.
Checking the existence of the PBG at exactly on the
zero-absorption frequency is straightforward. However,
the determination of the frequency width of the band
gap about such a point, surrounded by both gain and
absorption, is sophisticated [13].

In this paper, we examine the photonic band struc-
ture of a triangular vortex lattice. We investigate the fre-
quency width of the photonic band gap, for a complex
frequency-dependent dielectric function. The unusual
dielectric response is due to the index enhancement
scheme [14], which is utilized for high index contrast.
In order to be able to determine the band gap width, we
also examine the complex Poynting vector beside the
complex wave vector. We first review our previous
results [12, 13] based upon upper level microwave
scheme for index enhancement. After that we shall con-
sider Raman scheme and show that it is capable to gen-
erate much wider band gaps.

Although in the literature there exists abundant of
studies on photonic crystals (PC), the ones considering
the complex frequency-dependent dielectric function
are rare. There exist few studies, but these are focused
on the examination of the effects of metallic compo-
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nents to the bands of PC [16–22]. In the widely used
Drude model, absorption is of negligible importance in
the transparency window. Small, but realistic, amount
of absorption does not change the band structure much
[18]. On the other hand in the region of appreciable
absorption there may occur no gap [21].

The dielectric function, we deal here, is completely
different then the ones considered up to present. BEC
offers gain regimes, as well as absorptive, beyond the
enhancement window [14], which resembles the lasing
without inversion [15]. To our knowledge, PBG of such
a periodic structure, composed of index-enhanced
media, is investigated in [13] for the first time. The gain
regime is important for the understanding of the lasing
properties of PC [23], as well as absorptive properties
are advantageous in various applications [24].

The paper is organized as follows. In Section 2 we
describe the dielectric function 

 

�

 

(

 

r

 

, 

 

ω

 

) inside the vortex
PC, that is enhanced with upper-level microwave
scheme [14]. In Section 3, we deduce the matrix equa-
tions from the master equation of PC. We show how to
obtain the band structure for a complex frequency-
dependent dielectric susceptibility. In Section 4.1 we
present the resulting photonic bands for two different
lattice constants. In Section 4.2 we discuss the fre-
quency width of the band gap in the presence of gain
and absorption. In Section 5 we present the band results
for Raman index enhancement scheme. We summarize
our results in Section 6.

2. DIELECTRIC FUNCTION 
OF THE VORTEX LATTICE

Among the various index enhancement schemes
[14], upper-level microwave scheme (see Fig. 1) leads
to the strongest index contrast with vanishing absorp-
tion (Fig. 2). Another one is the Raman scheme [14],
discussed in Section 5, generates weaker enhancement,
but in a broader frequency window. The former one
results in stronger stoppage at a single frequency, while
the later operates as a weaker blocker at broader fre-
quency range.

In the upper-level microwave scheme, the excited
level 

 

a

 

 is coupled to an auxiliary level 

 

c

 

 via a strong res-
onant microwave field of Rabi frequency 

 

Ω

 

µ

 

. The weak
optical field 

 

E

 

, coupling the ground state 

 

b

 

 to excited
state 
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, is the test field. Its dielectric response is calcu-
lated. Alternative absorption path 
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destructively interfere with the direct absorption path
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 [15]. This quantum interference, due to the
phase difference, cancel the absorption of the probe
pulse 

 

E

 

 at a certain frequency, plotted in Fig. 2. At the
same time, high polarization is obtained by keeping
population at the excited level 

 

a

 

.

Upper-microwave scheme, for 
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the complex dielectric susceptibility 
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 Upper-level microwave scheme for index enhance-
ment [14]. Upper two levels 

 

a

 

 and 

 

c

 

 are coupled via a strong
microwave field of Rabi frequency 

 

Ω

 

µ

 

. Weak probe field 

 

E

 

,
of optical frequency 

 

ω

 

 is coupled to levels 
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 and 
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. Decay
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) and pump (
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) rates are indicated.
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(2)

where 

 

λ

 

 is the wavelength of the 

 

a

 

  

 

b

 

 transition,
and 

 

N

 

 is the number density of the particles. 

 

ϖ

 

 is the
negative detuning, scaled with the decay rate of deco-
herence 

 

γ

 

.

Since (1) and (2) are valid for the interaction of the
field single atom, we also perform the local field correc-

tion [25] as 

 

χ

 

loc

 

(

 

ϖ

 

) = . The real and imagi-

nary parts of dielectric function 

 

�loc(ϖ) = 1 + χloc(ϖ) are
plotted in Fig. 2, for Rubidium-87 gas. Ω0 = 2.37 ×
1015 Hz is the zero absorption frequency which corre-
sponds to ϖ0 = (Ω0 – ωab)/γ � 1.22 in scaled form.

The physical levels corresponding to b, a, and c are
5s1/2, 5p1/2, and 6s1/2 fine-structure levels of Rb-87.
Transition wavelengths are λ = 794 nm and λµ =
1.32 µm for the probe and the microwave fields, respec-
tively. The life time of the excited level a (5p1/2) is
27 ns, which gives a decay rate γ = 2π × 6 MHz.

The spatial periodicity of the dielectric response is
simulated with hexagonal Wigner–Seitz unit cells, each
including a vortex at the center and evolve to bulk at the
corners. We use the Padé’s analytical form [26]

(3)

where r is scaled with the coherence length ξ =

1/ . This density behavior is valid in one unit
cell. ρ(r) becomes zero at the center and approaches to
1 towards the edges of the hexagon. The dielectric func-
tion becomes

(4)

inside one unit cell and repeats itself within the triangu-
lar lattice periodicity.

3. CALCULATION OF THE PHOTONIC BANDS

In our calculations, we assume that lattice is com-
posed of infinite number of unit cells. In our past work
[12], we have numerically validated that the positions
of the band gaps are not much affected by the finite size
and small imperfection of the lattice. Dielectric func-
tion �(r, ϖ), in one unit cell, is given in Eq. (4).

In 2D PC there exist two independent modes [10].
When the H/E field is perpendicular to the plane of
periodicity, the mode is called as transverse elec-
tric/magnetic, or by short hand notation TE/TM. We
summarize the calculations here, but details can be
found in [13].
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The spatial dependence in the Master (eigenvalue)
equation

(5)

is decomposed into the plane waves, in accordance with
the Bloch–Floquet theorem [27]. This way a matrix
equation is obtained. Using the condition of the deter-
minant of the matrix to be zero, the relation of ω–k is
solved.

There exists two possible ways to construct a rela-
tion between ω and k. In the first, we put real-ω values
as input and obtain the complex-ω values. In the sec-
ond, we put real-k values and extract complex-ω values.
The first method is useful when the spatial attenuation
of the subject of interest is the spatial attenuation of the
probe pulse. Second one is useful in determining the
attenuation time.

The two approaches give parallel results [18], but
cannot be connected (or compared) directly. We choose
the real-ω/complex-k method. This is because we are
curious about if the penetration depth is less or greater
than a few tens of lattice cites. In other words, we ask
for if the band gap is strong enough to stop the probe
beam or it partially transmits it.

4. RESULTS AND DISCUSSION

4.1. Band Structures

When the dielectric function is frequency indepen-
dent, �(ω) = �, master Eq. (5) is scalable with the lattice
parameter a. This makes the structure of the photonic
bands, when expressed in terms of the scaled frequency
ω' = ωa/2πc, independent of the lattice dimensions.
Such a scaling, however, is not possible for the fre-
quency-dependent dielectric response. This is because,
susceptibilities (1) and (2) are altered with the ratio of γ
and 2πc/a. This introduces a new variable, both for the-
oretical and experimental usage, since a is continuously
tunable in rotating BEC.

We use the tune ability of the lattice parameter a to
obtain stronger stoppage at the enhancement frequency
Ω0 (ϖ0 = 1.22 in Fig. 2).

We compute the photonic bands for two different
dielectric functions, plotted in Figs. 2a and 2b, and
present the results in Figs. 4 and 5, respectively. Fig-
ure 3a and 3b are respective intermediate-steps for
Figs. 4 and 5, to be mentioned in the following para-
graph.

Our method of approach is as follows. First, we
obtain the constant dielectric bands, in Fig. 3, at the
enhancement frequency � = �(Ω0). At that frequency
dielectric constant is real and polarization is strong, see
Fig. 2. Second, we arrange the lattice parameter such
that enhancement frequency is placed at the center of

— 1
� r ω,( )
-----------------— H r( )×⎝ ⎠
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c
----⎝ ⎠
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2
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the gap. That is Ω0 = (2πc/a), which gives the opti-
mum lattice dimension as

(6)

Here,  is the scaled center of the gap frequency, to
be read from constant dielectric bands of Fig. 3. Third,
we obtain the photonic bands of frequency-dependent
dielectric �loc(r, ϖ) of Eq. (4) in Figs. 4 and 5, with this
arrangement.

In Fig. 3, we give the constant dielectric photonic
bands of vortex lattice for two different parameter sets.
The first set, N = 5.5 × 1020 m–3 and a = 10ξ, generates
a directional pseudogap in the ΓM direction. Note that
the value of dielectric constant, used in Fig. 3a, is the
value of the dielectric function (Fig. 2a) at the enhance-
ment frequency, � = �loc(ϖ0) = 5.2. The a/ξ ratio deter-
mines the density profile in the hexagonal unit cell,
according to function (3).

The dielectric band gap lies in the frequency range
ω = (0.27–0.31)(2πc/a), with its center is at ωg =
0.285(2πc/a). Then, in order to obtain the strongest
stoppage at the enhancement frequency, we arrange the
lattice constant to a = 226 nm according to (6). The

ωg'

a ωg'
2πc

ωab ϖ0γ+
------------------------.=

ωg'

resultant bands for the complex frequency-dependent
dielectric response, depicted in Fig. 2a, is given in
Fig. 4. The imaginary part of the wave vector, kI , is also
included.

The second parameter set, N = 6.6 × 1020 m–3 and
a = 4.5ξ, is chosen such that there occurs a complete
band gap, see Fig. 3, at the enhanced dielectric constant
� = �loc(ϖ0) = 8 (Fig. 2b). The complete gap lies in the
frequency range ω = (0.30–0.32)(2πc/a), with the mid-
gap frequency ωg = 0.31(2πc/a). Note that, for the
choice of a = 4.5ξ filling factor of the vortex is higher.
Then, for this parameter set, we arrange the lattice con-
stant to a = 246 nm. Photonic bands for complex fre-
quency-dependent dielectric function, which is plotted
in Fig. 2b, is depicted in Fig. 5.

In Figs. 4a and 5a we plot the frequency with respect
to the real part of the wave vector, kR, for all bands. In
Figs. 4b and 5b we give the imaginary parts of the wave
vector, kI , corresponding to each band. The enhance-
ment frequency ϖ0 = 1.22 is marked in all plots.

When the dielectric function is real, it is very easy to
identify the band gaps. If there is propagation, k comes
out to be real. If the frequency is in the band gap, k
becomes complex, with kR is on the band edge. In the
case of complex �(ω), however, identification of the fre-
quency range of the band gap is not straightforward. At
a certain frequency, where � is real, there exists a band
gap, if kI is nonzero. For other frequency values, where
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Fig. 3. TE modes of a triangular vortex lattice with fre-
quency independent �. (Symmetry points and the irreduc-
ible Brillouin zone of a triangular lattice are indicated in the
inset.) Dielectric constants and lattice parameters are (a) � =
5.2 and a = 10ξ, (b) � = 8 and a = 4.5ξ. Filling fractions of

vortices, f = (2π/ ) × (R2/a2) with effective radius R � 2ξ,
are 15 and 71%, respectively. Dielectric constant is the
value of dielectric function (4) at the enhancement fre-
quency, � = �loc(ϖ0). Density profile of the unit cell is
treated using the Padé approximation [26]. (a) There exists
a directional pseudo-band gap with midgap frequency at

 = 0.285. (b) There is a complete band gap with gap cen-

ter at  = 0.31.
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Fig. 4. (a) TE modes of triangular vortex lattice with fre-
quency dependent dielectric function �loc(ϖ) (Fig. 2), and
(b) imaginary parts of the wave vector kI corresponding to

each mode. Particle density is N = 5.5 × 1020 m–3 and lattice
constant is a = 10ξ. Enhancement frequency Ω0 is tuned to
the band gap at the M edge (ωg = 0.285(2πc/a)) of the con-
stant dielectric case (Fig. 3a). MK bands are plotted in a
limited region, because of high kI values out of the given
frequency region. There exists a directional gap in the ΓM
propagation direction.
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� is complex, the nonzero value of kI may occur due to
the absorption, as well as a reflector band gap. Even
considering the gain regions about the enhancement
frequency, ϖ0 in Fig. 2, situation becomes more com-
plicated. We discuss this in the following subsection,
Section 4.2.

In Fig. 4b, imaginary parts of the wave vector kI is
plotted for different propagation directions. In the ΓM
and ΓK directions only a single band exists within the
enhancement window, while for the MK direction there
are two bands. At the enhancement frequency ϖ0 =
1.22, two of these bands have zero kI, while the other
two have a complex wave vector. In accordance with
the discussion in the previous paragraph, we identify
the existence of a pseudo-band gap in the ΓM propaga-
tion direction. Thus, incident light (exactly at ϖ0)
would propagate in the ΓK, MK directions while it
would be stopped in the ΓM direction.

In the second case, Fig. 5, all of the four bands have
nonzero kI at ϖ = ϖ0. This indicates the existence of a
complete band gap at the enhancement frequency. Inci-
dent light is stopped for all propagation directions.

We see that the conclusions for the existence of pho-
tonic band gaps obtained by constant � calculations are
not modified, even when the strong frequency depen-
dence of �(ω) is taken into account.

The reason of performing such a tuning, as in
Eq. (6), is to keep the kI maximum. The choice of ,
in Fig. 3, at the center of the gap is not obligatory. As
long as  is chosen in the band gap of constant dielec-
tric, there would be gap at ϖ = ϖ0 in Figs. 4 and 5. But
the stoppage, proportional to kI , becomes smaller.

Here is worth to end this section by emphasizing the
frequency dimensions of the enhancement window.
Dielectric function (4) differs from the unity (vacuum)
only in the frequency range ω = Ω0 ± 5γ of width
~109 Hz. Since the typical lattice parameter in rotating
BEC is about a ~ 200 nm, the natural lattice frequency
2πc/a is of order ~1015 Hz. The later is six order of mag-
nitude greater than the former. The index enhancement
without absorption, on the other hand, is achievable in
a narrower frequency range ~0.1γ. This illustrates the
possible width of the band gaps.

4.2. Poynting Vector

We demonstrated the existence of both directional
and complete band gap at exactly on the enhancement
frequency Ω0. The extent of the band gap about ω0,
however, cannot be argued considering only the kI val-
ues. For a given value of kI, one cannot distinguish

between if the decaying behavior ( ) is due to
absorption or a band gap.

ωg'

ωg'

e
kI– r⋅

To be able to define the width of the gap, we also
examined the behavior of the complex Poynting vector

(7)

in the crystal. The real part of the Poynting vector,
SR(r), gives the energy flux of the field at position r. On
the other hand, imaginary part, SI(r), is a measure of
the reactive (stored) energy [28]. When �(ω) is real
Poynting vector is real on the bands, and pure imagi-
nary on the band gap regions. For a complex �(ω), how-
ever, the imaginary part of S may also be due to the
absorption. Despite the similarity of the statements of
kI and SI , together they are sufficient in the determina-
tion of the gap width.

Fourier coefficients, corresponding to each fre-
quency and band, are also calculated in the band com-
putations. Using these coefficients, we calculated spa-
tial average of the Poynting vector, 〈S〉, in the unit cell.
We define

(8)

as the rate of reactive (stored) energy. Since we aim to
investigate the width of the directional gap in Fig. 4, 〈S〉
and 〈SI〉 are computed along the ΓM direction.

The width of the gap is decided as follows. In Fig. 6,
α displays a marked increase near the enhancement fre-
quency. This increase, however, cannot be caused by
the imaginary part of �loc(ϖ). Because, near the
enhancement frequency this imaginary part decreases
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2
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Fig. 5. (a) TE bands of triangular vortex lattice with fre-
quency dependent dielectric function �loc(ϖ) (Fig. 2b), and
(b) imaginary parts of the wave vector kI corresponding to

each mode. Particle density is N = 6.6 × 1020 m–3 and lattice
constant is a = 4.5ξ. Enhancement frequency Ω0 is tuned to
the band gap at the M edge (ωg = 0.31(2πc/a)) of constant
dielectric case (Fig. 3b). There exists a complete band gap.
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to zero. Thus, the peak in the reactive energy ratio must
be cause by the periodicity of the crystal. The presence
of the band gap increases the reactive energy ratio,
despite the decreasing absorption.

We define the width of the band gap, in Fig. 6, as the
full width at half maximum (FWHM) at the enhance-
ment frequency. We note that at real dielectric, ϖ = ϖ0,
there is no propagation in the crystal (α = 1) as
expected. Within this definition, we determine an effec-
tive band gap in the frequency range ϖ = ϖ0 ± 0.043.
This corresponds to a bandwidth of 3.30 MHz. The
same method gives a band gap of width 5.98 MHz for
the bands of Fig. 5.

Similar calculations for TM modes result in the sim-
ilar band structure. Directional or complete band gaps
are also achievable for TM modes. If the constant
dielectric band gaps of TE and TM coincides, they also
meat in the band structure of complex frequency-
dependent dielectric case.

5. RAMAN SCHEME

The index enhancement in the upper-level micro-
wave scheme is strong. However, vanishing absorption
is achievable in only 0.04γ � 3.3 MHz frequency inter-
val. In the Raman scheme [14], which is depicted in
Fig. 7, the frequency interval of zero absorption is
broader at least of one order of magnitude, see Fig. 8.
The dielectric response, in contrast, is one order of
magnitude weaker than the microwave scheme [14].
Then, microwave scheme provides a strong band gap
(large kI) at single frequency, but Raman scheme leads

a weaker band gap (small kI) at broader frequency
interval.

Dielectric function for the Raman scheme is calcu-
lated numerically by solving density matrix equations
in the steady state [14] and the results are plotted in the
Fig. 8. We take the decay rates of the level a onto b and
b' equal, since the levels are energetically very close.
Because of the same reason, their decay in between is
small γb = γb' = 10–3γ. The spacing between the b–b' is
ωbb' = γ = γ'. The decay rate of level c on b and b' is γc =

 = γ. Since the a–c transition is dipole forbidden, γa =
10–3γ. The Rabi frequency is ΩR = 5.9γ and the pump
rates are r = r' = 0.017γ. In Fig. 8, we indicated the fre-
quency region of zero absorption with shadow.
Between ϖ = 1.8–2.2 imaginary part χ'' vanishes. The
new enhancement is about the frequency ϖ0 = 2. The

γ c'
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Fig. 6. Reactive energy ratio α for the ΓM band of Fig. 4.
Vertical dashed line indicates the enhancement frequency
ϖ0 = 1.22. Shaded region is the effective photonic band gap.
Width of the peak determines the width of the gap to be ω =
Ω ± 0.043γ which corresponds to ±1.65 MHz.
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2.2, is the frequency window of zero absorption.
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density used is 500 times of the one used in the upper-
level microwave scheme, Fig. 2a.

In Fig. 9, frequency independent dielectric constant
is used in the band calculation for the Raman scheme.
Dielectric constant is chosen at the frequency in the
middle of the zero-absorption window, shaded region in
the Fig. 8.

In Fig. 10 we plotted the photonic bands of a trian-
gular vortex lattice, where index enhancement is
achieved via Raman scheme, taking into account fre-
quency dependent complex dielectric function. In the
calculation we followed the same methods, described
in the Subsection 4.1. There is only a directional band
gap in the ΓM direction. The frequency width of the gap
is clear. There exists band gap in the whole frequency
region ϖ = 1.8–2.2. This corresponds to a frequency
width of 0.4γ = 31 MHz. The stoppage of the incident
pulse is accomplished after a propagation of about 80
cites.

6. CONCLUSIONS

We calculated the photonic bands for an index
enhanced vortex lattice, considering a frequency
dependent complex dielectric function. We review the
main conclusions of our previous works [12, 13], that
photonic band gaps can be created via index enhance-
ment on vortex lattices of BECs. Specifically, we pre-
sented two examples showing that both directional and
complete band gaps are possible within experimentally
realizable parameter regimes. For the specific parame-
ters and the upper level microwave scheme for index
enhancement we considered, band gaps of order a few
megahertz width are obtained. We also discussed how
band gaps are designed for specific parameter values,
and how band gap widths can be increased. In particu-
lar, using a Raman scheme allows for an order of mag-
nitude increase in the band width.
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